MID-CONTINENT
TESTING LABORATORIES, INC.

¢ TECHNOLOGY OiL ANALYSIS
AND ENVIRONMENTAL TESTING

2381 S. Plaza Dr. » PO. Box 3388 » Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

DEADWOOD, SD 57732

PHYSICAL PROPERTIES

- ——

Conductivity, umhos/cm
Hardness

PH

Solids, Dissolved, mg/]
Solids, Suspended, mg/]
Turbidity, NTU

INORGANIC & NONMETALLIC

Alkalinity

Bicarbonate

Carbonate, mg/1
Chloride, mg/1

Cyanide, Total, mg/l
Cyanide, WAD, mg/1
Cyanide, Free, mg/l
Fluoride, mg/1
Nitrogen, Ammonia, mg/|
Nitrogen, Nitrate, mg/l
Nitrogen, Nitrite, mg/l
Sulfate, mg/]

e ————— . ——————— - —

Major Anion Sum, meq/L
Major Cation Sum, meq/L
Anion-Cation Balance, %

SPECIAL TESTS

-~ ——

ACIDITY

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmium
Calcium
Chromium
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnes ium
Manganese
Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

SAMPLE NAME:
DESCRIPTION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER:
LAB NUMBER:
DATE RECEIVED:
TIME RECEIVED:
REPORT DATE:

SW-4

06/06/94

w1000
19940607106
06/07/94
06:30 AM
06/08/94




MID-CONTINENT
TESTING LABORATORIES, INC.

ECHA OGY OIL ANALYSIS

2381 S. Plaza Dr. « PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 558.
Hardness 136.

PH 7.85
Solids, Dissolved, mg/l 2717.
Solids, Suspended, mg/l <10.0
Turbidity, NTU 5

INORGANIC & NONMETALLIC VALUE
Alkalinity 150.
Bicarbonate 183.
Carbonate, mg/1 0.00
Chloride, mg/1 .500
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 A
Cyanide, Free, mg/1 .
Fluoride, mg/1 o
Nitrogen, Ammonia, mg/l .
Nitrogen, Nitrate, mg/l <.050
Nitrogen, Nitrite, mg/l <.050
Sulfate, mg/1 120.

QUALITY CONTROL VALUE
Major Anion Sum, meq/L 5.70
Major Cation Sum, meq/L 5.62
Anion-Cation Balance, % -0.67
SPECIAL TESTS VALUE
ACIDITY <10.0

METALS mg/1

§
:

e 28 we ae

DATE RECEIVED
TIME RECEIVED

DESCRIPTION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

%

SW-4

06/09/94

w1000
19940610105
06/10/94
06:30 AM
06/13/94

DISSOLVED TOTAL

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmium
Calcium
Chromium
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Mol ybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

APPROVED BY:

<.050

<.001 <

.143
.001

.056




MID-CONTINENT
TESTING LABORATORIES, INC.

HiGH TECHNOLOGY OIL ANALYSIS
AND ENVIHONMENTAL TESTING

2381 S. Plaza Dr. « PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.
P.O. BOX 485
DEADWOOD, SD 57732

PHYSICAL PROPERTIES

VALUE

Conductivity, umhos/cm

Hardness
PH

Solids, Dissolved, mg/l
Solids, Suspended, mg/l

Turbidity, NTU

INORGANIC & NONMETALLIC

553.
136,
7.85
277,
<10.0

VALUE

Alkalinity
Bicarbonate

Carbonate, mg/1
Chloride, mg/1
Cyanide, Total, mg/l
Cyanide, WAD, mg/1
Cyanide, Free, mg/1
Fluoride, mg/1

Nitrogen, Ammonia, mg/1
Nitrogen, Nitrate, mg/l
Nitrogen, Nitrite, mg/l

Sulfate, mg/1

QUALITY CONTROL

150.
183.
0.00
«500
<.010

<.050
<.050
129,

VALUE

Major Anion Sum, meq/L
Major Cation Sum, meq/L
Anion-Cation Balance, %

SPECIAL TESTS

ACIDITY

5.70
5.62
_0067

METALS mg/1

|
|

SAMPLE NAME{!
DESCRIPTION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER :

LAB NUMBER:

DATE RECEIVED:
TIME RECEIVED:

REPORT DATE:

SwW-4

06/09/94

w1000
19940610105
06/10/94
06:30 AM
06/13/94

DISSOLVED TOTAL

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmium
Calcium
Chromium
Cobalt’
Copper
Gold

Iron

Lead
Lithium
Magnesium

' . Mangariese

Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

<.050
<.001

143

<.001

.056




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

SAMPLE NAME: SW-4

P /‘\,\/\/\ DESCRIPTION:
- ° - SAMPLE DATE: 06/13/94
SAMPLE TIME:
) SAMPLED BY:
2381 S. Plaza Dr. « PO. Box 3388 ¢ Rapid City, SD 57709
(605) 348-0111
. R ACCOUNT NUMBER: W1000
LAB NUMBER: 19940614107
STAN MICHALS DATE RECEIVED: 06/14/94
BROHM MINING CORP. TIME RECEIVED: 07:30 AM
P.O. BOX 485 REPORT DATE: 06/15/94

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, umhos/cm 571. Aluminum <.050 .090
Hardness 146. Ant imony . .
PH 7.83 Arsenic <.001 <.001
Solids, Dissolved, mg/1 287. Barium . .
Solids, Suspended, mg/l <10.0 Beryllium . .
Turbidity, NTU . Boron ¢ :

Cadmi um <.001 <.001

Calcium 39.2 .
INORGANIC & NONMETALLIC VALUE Chromium . .

Cobalt . .
Alkalinity 150. Copper .010 011
Bicarbonate 183. Gold . .
Carbonate, mg/1 0.00 Iron 071 174
Chloride, mg/1 .500 Lead . s
Cyanide, Total, mg/1 <.010 Lithium . .

Cyanide, WAD, mg/1 . Magnesium ) & .
Cyanide, Free, mg/1 . Manganese <.050 <.050
Fluoride, mg/1 . Mercury " :
Nitrogen, Ammonia, mg/l . Mol ybdenum . .
Nitrogen, Nitrate, mg/l <.050 Nickel . .
Nitrogen, Nitrite, mg/1 . Potassium 2.62 .
Sulfate, mg/1 153. Selenium . .

Silicon . .
Silver . .
QUALITY CONTROL VALUE Sodium 68.5 .
Strontium . .

Major Anion Sum, meq/L 6.20 Vanadium . .
Major Cation Sum, meq/L 6.06 Zinc .057 .065
Anion-Cation Balance, % -1.14

SPECIAL TESTS VALUE
ACIDITY <10.0 APPROVED BY:

DATE: ocI-7y




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY DIL ANALYSIS

AND ENVIRONMENTAL TESTING

2381 S. Plaza Dr. » PO. Box 3388 » Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.

P.O., BOX 485

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 571.
Hardness 1486.

PH 7.83
Solids, Dissolved, mg/] 287.
Solids, Suspended, mg/1 <10.0
Turbidity, NTU o

INCRGANIC & NONMETALLIC VALUE
Alkalinity 150.
Bicarbonate 183.
Carbonate, mg/1 0.00
Chloride, mg/1 .500
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/l >
Cyanide, Free, mg/l .
Fluoride, mg/1 A
Nitrogen, Ammonia, mg/l .
Nitrogen, Nitrate, mg/l <.050
Nitrogen, Nitrite, mg/1 ‘
Sulfate, mg/1 153,

QUALITY CONTROL VALUE
Major Anion Sum, meq/L 6.20
Major Cation Sum, meq/L 6.06
Anion-Cation Balance, % -1.14

SPECIAL TESTS VALUE
ACIDITY <10.0

METALS mg/1

SAMPLE NAME: SW-4

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmium
Calcium
Chromium
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

APPROVED BY:

DATE

DESCRIPTION:

SAMPLE DATE: 06/13/94
SAMPLE TIME:

SAMPLED BY:

ACCOUNT NUMBER: W1000
19940614107
06/14/94
TIME RECEIVED: 07:30 AM
REPORT DATE: 06/15/94

—_———— e —— o o — o

<.050 .090
<.001 <.001
<. 001 <.001

39.2 .

.010 J011
.071 174

11.6 3
<.050 <.050
2.62 y

68.5 X

.057 .065

/DD
= DR
ol . )- 7y *




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALY
AND ENVIRONMENTAL TESTING

SAMPLE NAME: SW-4
L W O DESCRIPTION:
" i e A~/ SAMPLE DATE: 06/16/94
SAMPLE TIME:
SAMPLED BY:

2381 S. Plaza Dr. « PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111

( ; ACOOUNT NUMBER: W1000
“ LAB NUMBER: 19940617104
STAN MICHALS DATE RECEIVED: 06/17/94
BROHM MINING CORP. TIME RECEIVED: 06:30 AM
P.O. BOX 485 REPORT DATE: 06/20/94
DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, umhos/cm 576. Aluminum <.050 .962
Hardness 149. Ant imony . .

PH 7.94 Arsenic <.001 .001
Solids, Dissolved, mg/l 284. Barium " .
Solids, Suspended, mg/1 <10.0 Beryllium " .
Turbidity, NTU : Boron . .
Cadmi um .002 .002
Calcium 41.0 v
INORGANIC & NONMETALLIC VALUE Chromium - "
Cobalt . .
Alkalinity 150. Copper .008 017
Bicarbonate 183. Gold . .
Carbonate, mg/1 0.00 Iron .058 .278
Chloride, mg/1 .500 Lead P .
Cyanide, Total, mg/1 <.010 Lithium . .
Cyanide, WAD, mg/1 . Magnesium 11.4 .
Cyanide, Free, mg/1 " Manganese 132 114
Fluoride, mg/1 : Mercury . .
Nitrogen, Ammonia, mg/l " Molybdenum . .
Nitrogen, Nitrate, mg/l <.050 Nickel ) .
Nitrogen, Nitrite, mg/1 . Potassium 2.38 .
Sulfate, mg/1 145. Selenium . .
Silicon " =
Silver " .
QUALITY CONTROL VALUE Sodium 68.4 .
Strontium ¢ .
Major Anion Sum, meq/L 6.03 Vanadium " .
Major Cation Sum, meq/L 6.02 Zinc <.050 .070
Anion-Cation Balance, % -0.07

SPECIAL TESTS VALUE

ACIDITY <10.0 APPROVED BY
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MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

2381 S. Plaza Dr. » PO. Box 3388 ¢ Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 576.
Hardness 149.

PH 7.94
Solids, Dissolved, mg/] 284.
Solids, Suspended, mg/l <10.0
Turbidity, NTU .

INORGANIC & NONMETALLIC VALUE
Alkalinity 150.
Bicarbonate 183.
Carbonate, mg/1 0.00
Chloride, mg/] .500
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 5
Cyanide, Free, mg/1 ’
Fluoride, mg/1 A
Nitrogen, Ammonia, mg/l é
Nitrogen, Nitrate, mg/l <.050
Nitrogen, Nitrite, mg/l .
Sulfate, mg/1 145.

QUALITY CONTROL VALUE
Major Anion Sum, meq/L 6.03
Major Cation Sum, meq/L 6.02
Anion-Cation Balance, % -0.07

SPECIAL TESTS VALUE
ACIDITY <10.0

METALS mg/1

SAMPLE NAME:
DESCRIPTION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

ACOOUNT NUMBER ;
LAB NUMBER:
DATE RECEIVED:
TIME RECEIVED:
REPORT DATE:

SW-4

06/16/94

w1000
19940617104
06/17/94
06:30 AM
06/20/94

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmium
Calecium
Chromium
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc




MID-CONTINENT

LABORATORIES, INC.

TESTING

HN:

( GY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

™ Py,

.

2381 S. Plaza Dr. « PO. Box 3388 ¢ Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING OORP.

P.O. BOX 485

DEADNOOD, SD 57732

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 604.
Hardness 160.
PH 7.82
Solids, Dissolved, mg/1 300.
Solids, Suspended, mg/l <10.0
Turbidity, NTU .
INORGANIC & NONMETALLIC VALUE
Alkalinity 156.
Bicarbonate 190.
Carbonate, mg/1 0.00
Chloride, mg/1 .500
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 .
Cyanide, Free, mg/1 .
Fluoride, mg/1 .
Nitrogen, Ammonia, mg/1 .
Nitrogen, Nitrate, mg/l <.050
Nitrogen, Nitrite, mg/l .
Sulfate, mg/1 153.
QUALITY CONTROL VALUE
Major Anion Sum, meq/L 6.31
Major Cation Sum, meq/L 6.44
Anion-Cation Balance, % 1.02
SPECIAL TESTS VALUE
ACIDITY <10.0

METALS mg/1

ACOOUNT NUMBER

DATE RECEIVED
TIME RECEIVED

SAMPLE NAME:
DESCRIPTION:
SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

LAB NUMBER

REPORT DATE:

SW-4

06/20/94

w1000
19940621205
06/21/94
06:30 AM
06/22/94

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmi um
Calcium
Chromi um
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

2381 S. Plaza Dr. » PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111

STAN MICHALS
BROHM MINING CORP.
P.O. BOX 485

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 804.
Hardness 160.

PH 7.82
Solids, Dissolved, mg/] 300.
Solids, Suspended, mg/l <10.0
Turbidity, NTU P
INORGANIC & NONMETALLIC VALUE
Alkalinity 156.
Bicarbonate 190.
Carbonate, mg/1 0.00
Chloride, mg/1 .500
Cyanide, Total, mg/l <.010
Cyanide, Free, mz/i g o
Fluoride, mg/1 :
Nitrogen, Ammonia, mg/1 A
Nitrogen, Nitrate, mg/l .050
Nitrogen, Nitrite, mg/l .

l Sulfate, mg/1 153.
QUALITY CONTROL VALUE
Major Anion Sum, meq/L 6.31
k Major Cation Sum, meq/L 6.44

Anion-Cation Balance, % 1.02

SPECIAL TESTS VALUE
ACIDITY <10.0

’
v
.

METALS mg/1

SAMPLE NAME: SW-4
DESCRIPTION:

SAMPLE DATE: 06/20/94
SAMPLE TIME:

SAMPLED BY:

: W1000
: 19940621205
DATE RECEIVED: 06/21/94
: 06:30 AM
REPORT DATE: 06/22/94

DISSOLVED TOTAL

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmium
Calcium
Chromium
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

APPROVED BY:

DATE:

<.050 113
<.001 <.001

<.050 .050

_ M2

o[nzg? 7




MID-CONTINENT
TESTING LABORATORIES, INC.

NOLOGY OIL ANALYSIS
ND ENVIRONMENTAL TESTING

) /»\\'/ /\A 7

2381 S. Plaza Dr. « PO. Box 3388 * Rapid City, SD 57709
(605) 348-0111

STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

—

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE
Conductivity, umhos/cm 602.
Hardness 156.
PH 7.83
Solids, Dissolved, mg/l 302.
Solids, Suspended, mg/l <10.0
Turbidity, NTU .
INORGANIC & NONMETALLIC VALUE
Alkalinity 150.
Bicarbonate 183.
Carbonate, mg/1 0.00
Chloride, mg/1 <.500
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 .
Cyanide, Free, mg/1 "
Fluoride, mg/1 .
Nitrogen, Ammonia, mg/l .
Nitrogen, Nitrate, mg/l <.050
Nitrogen, Nitrite, mg/l .
Sulfate, mg/1 158.
QUALITY CONTROL VALUE
Major Anion Sum, meq/L 6.29
Major Cation Sum, meq/L 6.23
Anion-Cation Balance, % -0.49
SPECIAL TESTS VALUE
ACIDITY <10.0

SAMPLE NAME: SW-4
DESCRIPTION:
SAMPLE DATE: 06/23/94
o SAMPLE TIME:
SAMPLED BY:
ACCOUNT NUMBER: W1000
LAB NUMBER: 19940628104
DATE RECEIVED: 06/24/94
TIME RECEIVED: 04:30 PM
REPORT DATE: 06/29/94
)
METALS mg/1 DISSOLVED TOTAL
Aluminum <.050 .083
Ant imony . :
Arsenic <.001 .001
Barium . "
Beryllium . :
Boron . .
Cadmium <.001 <.001
Calcium 42.7 .
Chromium » .
Cobalt " .
Copper .012 .016
Gold > .
Iron .083 .233
Lead o .
Lithium . .
Magnesium 12.0 "
Manganese .051 .064
Mercury . .
Molybdenum . "
Nickel . .
Potassium 2.60 .
Selenium . .
Silicon . "
Silver > .
Sodium 69.9 .
Strontium . .
Vanadium . :
Zinc .068 .069
APPROVED BY:




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS
AND ENVIRONMENTAL TESTING

2381 S. Plaza Dr. » PO. Box 3388 » Rapid City, SD 57709

(605) 348-0111

STAN MICHALS

BROHM MINING CORP.
P.O. BOX 485
DEADWOOD, SD 57732

PHYSICAL PROPERTIES

Conductivity, umhos/cm 602.
Hardness
PH 7.83
Solids, Dissolved, mg/]
Solids, Suspended, mg/l <10.0

Turbidity, NTU .
INORGANIC & NONMETALLIC VALUE
Alkalinity 150.
Bicarbonate 183.
Carbonate, mg/1 0.00
Chloride, mg/1 <,500
Cyanide, Total, mg/l <,010
Cyanide, WAD, mg/1 R
Cyanide, Free, mg/l .
Fluoride, mg/1 .
Nitrogen, Ammonia, mg/l

Nitrogen, Nitrate, mg/1 <,050
Nitrogen, Nitrite, mg/1 p
Sulfate, mg/] 158.
QUALITY COONTROL VALUE
Major Anion Sum, meq/L 6.29
Major Cation Sum, meq/L 6.23
Anion-Cation Balance, % -0.49
SPECIAL TESTS VALUE
ACIDITY <10.0

METALS mg/1

Aluminum
Ant imony
Arsenic
Barium
Beryllium
Boron
Cadmium
Calcium
Chromi um
Cobalt
Copper
Gold

Iron

Lead
Lithium
Magnesium
Manganese
Mercury
Mol ybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

APPROVED BY:

DATE:

DISSOLVED

: SW-4

: 06/23/94

w1000

19940628104

06/24/94
04:30 PM
06/29/94

.069

/////

/;/,:)7 7‘4 U




MID-CONTINENT

TESTING LABORATORIES, INC.
prriflicimion el gty SAMPLE NAME: SW-4
. DESCRIPTION:
. W . i SAMPLE DATE: 06/27/94
v SAMPLE TIME:
SAMPLED BY:
2381 S. Plaza Dr. » PO. Box 3388 ¢ Rapid City, SD 57709
(605) 348-0111
ACCOUNT NUMBER: W1000
LAB NUMBER: 19940630105
STAN MICHALS DATE RECEIVED: 06/29/94
BROHM MINING OORP. TIME RECEIVED: 12:50 PM
P.O. BOX 485 REPORT DATE: 07/01/94

DEADWOOD, SD 57732

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL
Conductivity, umhos/cm 634. Aluminum <.050 .079
Hardness 156. Ant imony . .
PH 7.93 Arsenic .001 .002
Solids, Dissolved, mg/1 320. Barium . .
Solids, Suspended, mg/l <10.0 Beryllium . .
Turbidity, NTU . Boron o .

Cadmi um <.001 <.001

Calcium 44.1 .
INORGANIC & NONMETALLIC VALUE Chromium . .

Cobalt . )

Alkalinity 162. Copper .006 .023
Bicarbonate 197. Gold . .
Carbonate, mg/1 0.00 Iron <.050 <.050
Chloride, mg/1 .500 Lead ” "
Cyanide, Total, mg/1 <.010 Lithium . 5
Cyanide, WAD, mg/1 o Magnesium 11.2 .
Cyanide, Free, mg/l . Manganese .055 .055
Fluoride, mg/1 ) Mercury 5 .
Nitrogen, Ammonia, mg/l . Mol ybdenum . .
Nitrogen, Nitrate, mg/l .067 Nickel . g
Nitrogen, Nitrite, mg/l . Potassium 2.60 "
Sulfate, mg/l 162. Selenium . .

Silicon . .
Silver . o
QUALITY CONTROL VALUE Sodium 73.6 .
Strontium . o

Major Anion Sum, meq/L 6.62 Vanadium é ¢
Major Cation Sum, meq/L 6.39 Zinc .054 .091
Anion-Cation Balance, % -1.75

SPECIAL TESTS VALUE
ACIDITY <10.0 APPROVED BY:

DATE: éZd/-—




MID-CONTINENT
TESTING LABORATORIES, INC.

HIGH TECHNOLOGY OIL ANALYSIS

AND ENVIRONMENTAL TESTING

2381 S. Plaza Dr. » PO. Box 3388 * Rapid City, SD 57709

(605) 348-0111
STAN MICHALS

BROHM MINING CORP.

P.O. BOX 485

DEADWOOD, SD 57732

PHYSICAL PROPERTIES

Conductivity, umhos/cm

Hardness
PH

Solids, Dissolved, mg/l
Solids, Suspended, mg/1

Turbidity, NTU

INORGANIC & NONMETALLIC

VALUE
634.
156.

7.93
320.
<10.0

Alkalinity
Bicarbonate

Carbonate, mg/1
Chloride, mg/1
Cyanide, Total, mg/l
Cyanide, WAD, mg/1
Cyanide, Free, mg/1
Fluoride, mg/l

Nitrogen, Ammonia, mg/l
Nitrogen, Nitrate, mg/l
Nitrogen, Nitrite, mg/l

Sulfate, mg/l

QUALITY QNTROL

Major Anion Sum, meq/L
Major Cation Sum, meq/L
Anion-Cation Balance, %

SPECIAL TESTS

ACIDITY

e -

METALS mg/1

Barium
Beryllium
Boron
Cadmium
Calcium
Chromium
Cobal t
Copper
Gold

Iron

Lead
Lithium -
Magnes ium
Manganese
Mercury
Molybdenum
Nickel
Potassium
Selenium
Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

APPROVED BY:

SAMPLE NAME:
DESCRIPTION:
\ SAMPLE DATE:
SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER :
LAB NUMBER:
DATE RECEIVED:
TIME RECEIVED:
REPORT DATE:

Sw-4

06/27/94

w1000
19940630105
06/29/94
12:50 PM
07/01/9%4

<.050 ;
.001 .002
<.001 <.001
4.1 :
.006 .023
¥ <.050 .050
11.2 ;
.055 .055
2.60 ;
73.6 i
.054 .091

y/h /?/

070[J‘






